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Factors influencing Al-Cu weld properties
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Abstract

Dissimilar welding of aluminium (Al) and copper (Cu) has many applications in the electric power, electronic and
piping industries. The weldments in these applications are highly valued for their corrosion resistance, heat and
electricity conducting properties. The Al-Cu joints are lighter, cheaper and have conductivity equal to that of
copper alloys. Much research has investigated dissimilar welding of Al-Cu by solid-state welding and fusion
welding processes with the aim of optimising the properties and strength of such dissimilar joints. The
main aim of the study is to critically review the factors influencing the properties of the Al-Cu joint. The
study mainly discusses about the effects of intermetallic compounds (IMC) on the properties of Al-Cu joint
and their effect while in service. The effects of joining aluminium alloy 1060 with pure copper by laser
welding, friction stir welding and brazing have been reviewed and compared. The review shows that the
various intermetallic compound formations in the joint have both beneficial and detrimental effects. The
characteristics of these intermetallic compounds vary according to the location of the phase formed. Comparison of
processes and parameters for welding of Al 1060 with pure Cu shows that the formation of the intermetallic compounds
and their effects on the weld properties are mainly influenced by the welding speed, heat input, the thermal properties
of the base metals and the filler metal as well as the dilution between the base metal and filler metal.

Keywords: Dissimilar welding; Aluminium; Copper; Factors influencing the Al-Cu joint; Intermetallic compounds; CuAl2;
Cu9Al4; CuAl
Review
Introduction
Many industries such as the marine, aerospace, petro-
chemical and automobile industries have recognised the
potential of dissimilar welding of metals to provide safe
structures that can operate in fluctuating service condi-
tions while at the same time offering manufacturing cost
savings. For instance, Al-Cu joints are used as electrical
connectors in many industries because of their good
corrosion resistance and electrical conductivity (Klauke,
2012; Feng et al. 2012a). However, the mechanical prop-
erties of Al-Cu joints can be reduced by brittle interme-
tallic compound phases formed during welding. To
reduce these brittle intermetallic compounds in the
joint, addition processing is required, which increases
the manufacturing cost.
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Al-Cu joints are difficult to manufacture by fusion
welding processes due to the significant difference in the
chemical composition and physical properties of the
base metals. Consequently, these type of dissimilar joints
are mostly welded by solid-state welding processes,
where only the differences in the physical and mechan-
ical properties of the base metals need to be considered
(Joseph 2006). With fusion welding processes, on the
other hand, many more factors have to be considered,
such as the dilution of the filler metal and base metals,
the physical properties of the base metals and filler metal
and the heat treatment used.
Previous studies have shown oxide layer formation on

the weld Al substrate in Al-Cu joints manufactured with
fusion welding, which results in insufficient bonding
and ineffective electrical properties (Lloyd 1957). This
phenomenon of incomplete fusion in the joint caused
by oxide formation has also been noted in friction weld-
ing (Ochi, et al., 2004). Another problem found in weld-
ing Al and Cu is that mutual solubility between Al and
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Cu occurs in the liquid state but brittle intermetallic
compounds form after solidification, resulting in deg-
radation of the weld properties (Weigl & Schmidt,
2009). These brittle intermetallic compounds can initiate
cracks, due to the significant difference in melting
temperature, thermal conductivity and thermal expansion
of the base metals, migration of the elements and the
microstructural gradient (Sun & Karppi, 1996; Posinasetti
and Prasad 2005; Joseph 2006; Ihor & Schmidt, 2006). Al-
though fusion and solid-state welding processes en-
counter slightly different challenges in welding Al
and Cu, the major problem common to both welding
processes is brittle intermetallic compound forma-
tions in the joint.
From the point of view of in-service life, oxide forma-

tion poses considerable difficulties. When the joint is ex-
posed to the environment, Al easily oxidises, which
results in resistance to the electric current flow. More-
over, the brittle intermetallic compounds grow while in
service, degrading the weld properties. Brittle intermetal-
lic compounds can be avoided by utilising the phase dia-
gram of Al and Cu to select appropriate welding
processes and parameters and suitable filler metals and
by controlling the dilution effect between the base
metals and filler metals. Hence, to reduce manufacturing
costs, there is a need to examine further factors that in-
fluence intermetallic compound formation and its effect
on the joint.
The paper focuses on the factors that influence Al-Cu

joint properties, in particular intermetallic compound
Fig. 1 Phase diagram of Al-Cu binary system (Xia, et al., 2008; Sujin, et al., 2
formation during welding and while in service. To get a
more comprehensive picture of the weld properties of
Al-Cu dissimilar joints, the study compares intermetallic
compound formation in welding of Al (1060) with pure
Cu by high energy density welding processes, solid-state
welding processes and brazing techniques.

Factors influencing the Al-Cu weld properties
Al-Cu weld properties depend on the microstructure
formed in the weld metal and along the adjacent sides of
the weld seam. Moreover, the intermetallic compound
phases formed in the microstructure have a major influ-
ence in the weld properties.

Influence of the dilution between the base metals
Improper dilution (i.e. solubility) between the metals
welded influences the microstructural formations and
thus affects the mechanical properties of the weld metal
(Joseph 2006). From the phase diagram as shown in
Fig. 1, it can be seen that the maximum solubility of Cu
to Al for a solid solution is only 5.65 wt.% of Cu (Mai
and Spowage 2004). Consequently, a joint formed by
friction welding can have brittle intermetallic com-
pounds (i.e. CuAl2, CuAl and Cu9Al4) along the transi-
tion region of the Cu due to inappropriate dilution
between the Al and Cu. These brittle intermetallic com-
pounds reduce the mechanical properties of the joint
(Sahin, 2009).
Defects are also formed along the Al-Cu joint due to im-

proper dilution between the base metals and filler metal, if
014)
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used. For instance, voids were formed in an Al-Cu brazed
joint due to the Kirkendall effect and due to improper dilu-
tion between the Al and Cu atoms and the filler metal Zn
atoms. This improper dilution occurred because the Al-Cu
binary system had higher affinity than the Cu-Zn system so
the Cu atoms tended to react with Al to form CuAl2 brittle
intermetallic compounds (Lee, et al., 2002; Leonardo, et al.,
2011; Feng & Xue, 2013). The study by Balasundaram et al.
(2014) showed that Al and Cu brazing with the addition of
zinc as a filler metal produces macro-cracks at the edge of
the Cu side. The macro-cracks formed because of the Zn
dilution with Al and Cu pushing Cu aside, resulting in in-
tergranular cracks by liquid metal embrittlement. So the
ductile Cu phase during dilution transformed into brittle
intermetallic structures when it made contact with the li-
quid metal (Nicholas & Old, 1979). From the above studies,
it can be noted that the welding filler metal with Zn has sig-
nificant influence on the intermetallic compounds and de-
fects formed during dilution of the base metals. Hence,
appropriate selection of a filler metal corresponding to the
base metals has to be considered when aiming for a reduc-
tion in defects in Al-Cu joints.
The intermetallic compounds formed by the dilution

effects and the composition gradients influence the so-
lidification characteristics in the weld metal (Hayes,
et al., 2011). The solidification of the intermetallic com-
pounds influences the phase formation, which deter-
mines the joint properties (Sun & Moisio, 1994). A
brazed Al-Cu joint with Zn-15Al filler metal had CuAl2
intermetallic compound formation during dilution,
which increased the solidification time, thereby result-
ing in an improvement in properties (Feng et al. 2012b).
Moreover, investigation of a laser welded Al-Cu joint by
Zuo, et al. (2014) showed variation in thickness in the
intermediate layer due to solute gradients during dilu-
tion, and this solute gradient increased the solidification
time, leading to property enhancement. Therefore, the
type, amount and microstructural arrangement of the
phases in the weld metal during the solidification of the
intermetallic compounds and composition gradient in-
fluence the properties of the joint.
Fig. 2 (a) Macroscopic view of Al-Cu joints without intermetallic compoun
Besides the composition gradient and the dilution ef-
fect, the dilution and welding parameters also influence
the weld properties of Al-Cu joint through their effect
on intermetallic compound formations. For instance, an
experiment by Liu, et al. (2008) showed that a friction
stir welded Al-Cu joint had brittle intermetallic com-
pound formation, prompting a degradation of properties.
This weld properties degradation was due to incomplete
dilution between the metals and the effect of the tool
position in the welding process. On the other hand, Li,
et al. (2012) observed that the friction stir welded Al-Cu
joint in their work had complete dilution in the weld
without intermetallic compound formation as shown in
Fig. 2. This was achieved by offsetting the tool position.
Moreover, the joint had good ductile properties. Thus,
the welding parameters influencing the dilution reduce
the formation of brittle intermetallic compounds in the
weld metal.
From these studies, it is clear that the inappropriate

selection of filler metal corresponding to base metals in
the brazing process and improper welding tool position
in the friction stir welding resulted in improper dilution
between the base metals and filler metal. This in turn
produced brittle intermetallic compounds, which results
in degradation of properties and defect formation. How-
ever, the intermetallic compounds and composite gradi-
ents increase the solidification time during dilution in
laser welding and brazing process. This leads to im-
provement in the weld mechanical properties.

Influence of physical properties
The significant difference between the physical proper-
ties of aluminium and copper results in brittle interme-
tallic structures and poses problems in weld metal
formation for both fusion and solid-state welding pro-
cesses. For instance, Sujin, et al. (2014) showed that in
lap laser welding with Cu placed below Al, the Al could
not sink into the Cu substrate due to the higher density
of Cu. However, with Cu (top side) and Al (bottom side),
the Cu could easily sink into the Al substrate resulting
in proper dilution and a consequent improvement in
ds and (b) surface appearance of the joint (Li, et al., 2012)
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properties. The physical properties play a vital role in
the dilution of the metals. Some of the major physical
properties of aluminium and copper are shown in
Table 1, and their influence on weld metal formation is
discussed below.

Melting temperature One of the most important fac-
tors in fusion welding of dissimilar joints as well as in
solid-state welding processes is the melting temperature
of the two base metals. A notable difference in the
melting temperature of the base metals may result in
rupture of the lower-melting-temperature metal (Hayes,
et al., 2011). For instance, in a friction welded joint, Al
melts more than Cu, due to the lower melting tem-
perature of Al compared to Cu (Sahin, 2009). Moreover,
the study of Bisadi, et al. (2013) on the friction-stir weld-
ing process shows that joints with a significant difference
in base metal melting temperatures welded with a high
welding temperature have cavities in the transition zone
of Al and Cu. Previous study showed that residual thermal
stresses and misfit strains are produced in Al-Cu joints
because of the significant difference in the melting tem-
peratures of Al and Cu (Mai & Spowage, 2004). Significant
difference in melting temperature also affects the surface
appearance of the joint. Lap laser welding with Al (top-
side) and Cu resulted in problems such as large weld bead
formation and a large heat-affected zone on the Al side,
due to the low melting temperature and the high absorp-
tivity of the laser wavelength by Al (Weigl, et al., 2011;
Sujin, et al., 2014). The above studies show that the differ-
ence in melting temperature has effects on defects and the
surface appearance of Al-Cu joints and thus influences
weld mechanical properties.
Some studies show that the melting temperature

difference leads to the formation of brittle and
highly electrical-resistant intermetallic compounds in
the weld metal (Song-bai, et al., 2003; Ouyang, et al.,
2006; Sahin, 2009). The degradation in weld proper-
ties can be avoided by considering the difference in
melting temperature during the joint design stage
and by the use of suitable filler metal and welding
parameters.

Thermal conductivity Significant difference in the
thermal conductivity of the metals in a dissimilar
Table 1 Physical properties of aluminium and copper

Property Copper Aluminium

Density 8.9 g/cm3 2.71 g/cm3

Melting temperature 1083 °C 660 °C

Thermal conductivity 390 W/mK 226 W/mK

Co-efficient of thermal expansion 17/°C.106 24/°C.106

Specific heat capacity 385 kg °C 946 kg °C
joint results in more heat being conducted to the
metal with higher thermal conductivity, leading to
uneven distribution of heat and localised melting of
the metal (Hayes, et al., 2011). This uneven distribu-
tion of heat and localised melting degrades the weld
properties. For instance, high hardness values were
found in the Cu region of a friction welded Al-Cu
joint, due to the higher thermal conductivity of Cu
than Al (Sahin, 2009). Such hardness can result in
brittleness at the Cu region, which can lead to easy
fracture of the joint. Moreover, Takehiko, et al. (1999
(Online—2010)) noticed in their study of an ultra-
sonic welding process that decrease in the bond
strength between Al and Cu due to the high thermal
conductivity of Cu. The above studies show that
solid-state welding processes face problems resulting
from the significant difference in thermal conductiv-
ity of the base metal. Fusion welding processes face
additional problems caused by filler metal addition
to the joint.
Al and Cu have high thermal diffusivity, which leads

to difficulties in joining by fusion welding processes
(Sahin, 2009). For instance, Hailat, et al. (2012) found
that lap laser welding of Al-Cu joints with a tin foil alloy
as filler metal gave shallower penetration in the Cu side
and greater porosity formation in the weld compared to
a weld formed without filler metal. The filler metal
absorbed the laser energy because of its high thermal
conductivity and the high reflectivity of the base metals,
which resulted in a barrier layer for thermal conduction
between the base metals (Hailat, et al., 2012). Sujin, et al.
(2014) reported only partial penetration in the weld
metal with laser welding.
To mitigate the problems caused by thermal con-

ductivity, the heating sources in fusion welding pro-
cesses can be directed to the metal with higher
thermal conductivity (i.e. Cu in an Al-Cu joint) or
the metal with higher thermal conductivity can be
pre-heated (Hayes, et al., 2011).
In some cases, however, a notable difference in ther-

mal conductivity has a beneficial effect on the joint: for
example, no heat-affected zones were produced in a
study using friction stir welding, due to the high sink
rate resulting from the high thermal conductivity of Cu
(Sarvghad-Moghaddam, et al., 2014).
The above studies show that the notable difference

in the thermal conducting property of the metals has
both beneficial and detrimental effects on the joint
properties. However, the difference in the thermal
conducting property has no effect on the intermetal-
lic compound formation. The detrimental effects can
be reduced by taking into account the metal proper-
ties when designing the joint or by introducing an
appropriate third metal (i.e. filler metal) into the
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joint. Therefore, the selection of filler metal requires
consideration of the base metals and its thermal
conductivity for generating high joint properties
(Hayes, et al., 2011).
Fig. 4 Concavity formation in the transition layer of an Al-Cu laser
welded joint (Zuo, et al., 2014)
Co-efficient of thermal expansion The thermal expan-
sion co-efficient is considered an important factor due to
its effect on the formation of discontinuities in the joint,
which significantly reduce the weld properties. For instance,
a friction stir welded Al-Cu joint (Bisadi, et al., 2013) had
cavity formation in the weld metal because of the signifi-
cant difference in thermal expansion, as shown in Fig. 3.
The aluminium particles were forced into the copper side,
resulting in a macro-structural cavity in the weld metal
after the quenching process.
With fusion welded Al-Cu joints, the significant

difference in thermal expansion can result in hot
cracks during welding and cold cracks when the
joint is in service. The cracking occurs due to the
tensile stresses in one metal and the compressive
stresses in the other that are induced during solidifi-
cation of the metals (Hayes, et al., 2011). This
phenomenon was also noted in a study by Weigl,
et al. (2011) on laser welding with adaptive filler ma-
terials (i.e. AlSi12 and CuSi3), which found crack
initiation in the joint as a result of the high tensile
stresses caused by the notable difference in thermal
expansion.
Studies show that joint with the difference in thermal ex-

pansion between the metal has effects on surface appear-
ance and weld geometry (Hayes, et al., 2011). For instance,
the study of Zuo, et al. (2014) on the laser welding of Al-Cu
joints reported the formation of upward convexity in the
transition layer due to the higher coefficient of expansion
of Al than Cu, as shown in Fig. 4. This upward convexity in
the transition layer resulted in insufficient dilution between
the metals and a shallow and broad weld seam.
Fig. 3 Cavity formation in the transition layer in a friction stir
welded joint (Bisadi, et al., 2013)
The abovementioned studies show that the significant
difference in thermal expansion can lead to defect forma-
tion and rupture of the joint in both fusion welding and
solid-state welding processes. However, the difference has
no effect on the formation of intermetallic compounds.
Post weld heat treatment can mitigate defects formation
caused by the thermal expansion differences.

Influence of welding parameters
Welding parameters vary depending on the welding pro-
cesses and techniques adopted and the Al and Cu alloy
used. The chosen parameters determine metal dilution,
properties formation, and the surface appearance of the
joint, and the properties of the base metals and filler
metal, if used, must be considered in welding parameter
selection. However, various studies concur that in dis-
similar joints, solid-state welding shows better joint for-
mation than fusion welding processes. For instance, the
mechanical properties of Al-Cu joints can be enhanced
in friction welding processes by selecting appropriate
friction time, pressure and upset pressure. Sahin (2009)
showed that the tensile strength of a joint increases until
a peak value and then decreases gradually with further
increase in friction pressure and time. This decrease in
strength is due to heat dissipation and the formation of
brittle intermetallic compounds as a form of grey layer
at the interface region of the joint.
The joint design has effects on the welding parameters,

which in turn influence the weld properties. This was dem-
onstrated in an Al-Cu brazed joint, in which large spacing
for the weld seam improved the electrical performance of
the Al-Cu joint (Solchenbach et al. 2014). With lap laser
welding, Sujin, et al. (2014) showed that the joint has
complete penetration when the Al is placed above the Cu,
whereas the opposite placing gave only partial penetration
into the Al. The partial penetration was due to the high
welding speed used in the study and the high reflectivity
and thermal conductivity of Cu. It was further noted that
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increasing the laser welding speed reduced the amount of
intermetallic compounds formed and improved the tensile
property of the joint. Mai and Spowage (2004), on the other
hand, found solidification cracks in a laser welded joint as a
result of high welding speed. Moreover, high welding speed
reduces the shear strength of the joint (Zuo, et al., 2014).
Research has also suggested that a uniform and successful
weld between Al and Cu requires high pulse power for
short duration (Mai & Spowage, 2004; Zuo, et al., 2014).
The above section shows that the combined effects
of welding parameters and other factors (i.e. joint
design and physical properties of the base metal) in-
fluence Al-Cu joints by reducing the weld properties
and by forming the brittle intermetallic compounds.
However, in some cases, studies have shown that the

weld properties have been influenced only by the welding
parameters. The corrosion resistance in joints formed by
friction stir welding has been improved by welding param-
eter adjustments (Jariyaboon, et al., 2007; Krishnan, et al.,
2009). Akinlabi, et al. (2014) analysed the corrosion proper-
ties of friction stir welded joints and found that the joint
corrosion rate decreased as the rotation speed of friction
stir increased. Moreover, the rotation speed improved the
better material flow in the joint through stirring action of
the tool (Liu, et al., 2008). Changes in friction stir welding
tools with the same welding parameters have resulted in
variation in the weld microstructure and properties. Differ-
ent tool configurations vary the frictional heating effects
thereby influencing the mode of deformation in metal
(Mubiayi and Akinlabi, 2013). For instance, Sarvghad-
Moghaddam, et al. (2014) showed the dominant impact of
the tool on the properties and microstructure in the weld
by varying the tool shoulder and pin. Galvão et al. (2010;
2012) who experimented on friction stir welding using
scrolled and conical friction stir tools showed that the tool
has immense influence on the production of successful
welded joints. With a conical shoulder tool, Al at the ad-
vancing side resulted in irregular microstructure; however,
defect formation was reduced. Al at the retreating side re-
sulted in intermetallic compound formation from the
mechanical mixing of Al into the Cu matrix. Welds formed
by a conical tool had smooth appearance and grain refine-
ment. With a scrolled shoulder tool, both joints had brittle
intermetallic compound formation through the downward
material flow. Weld surface had a shiny weld bead
with deep voids. Most research suggests that to re-
duce the intermetallic compounds in friction stir
welding, the tool should be placed in the Cu at the
retreating side (Liu, et al., 2008; Tan, et al., 2013).
However, Xue, et al.(2010) suggest that offsetting the
tool in the Al side reduces the intermetallic com-
pound thickness and defect formation and improves
bending and tensile properties. Their study also showed
that a thin and uniform continuous layer of intermetallic
compound improved the bonding strength and mechanical
properties of the joint. Appropriate selection of tools and
tool positioning on material (i.e. advancing side and retreat-
ing side) in the friction-stir welding process reduces the in-
termetallic compound formation and thereby improves the
joint strength.
However, the variation in welding speed and heat input

can have a detrimental effect on the joint by leading to dis-
continuities. When studying Al-Cu joints formed by fric-
tion stir welding, Tohid, et al. (2010) showed that a high
welding speed results in cavity formation. The effects of a
low welding speed were different; micro-cracks formed ad-
jacent to the Cu particles along the joint, as shown in Fig. 5.
Yong, et al. (2006) stated that cavity formation is due to in-
adequate heat input to dilute the metals. Yong et al. also
noted that heat generation by the tool that plunged along
the joint was inversely proportional to the welding speed.
As in the study by Tohid, et al (2010), Bisadi, et al. (2013)
also found cavity formation at high welding temperature.
At low welding temperature, in contrast to Tohid et al.’s re-
sult, the joint was found to have channel defects. The rea-
son for these defect formations was high copper diffusion
to the Al sheet.
The welding parameters clearly influence the joint

through the formation of intermetallic compounds and
their effect on weld properties and defects. The major pa-
rameters influencing the Al-Cu weld properties are welding
speed, heat input and tool position. Optimal parameters
vary according to the requirements for service.
Influence of filler metal
Filler metal addition generally plays a vital role in
welding of dissimilar joints. The selection of an ap-
propriate filler metal depends the physical properties
of the base metals and the welding process used.
Moreover, the joint design requirements should be
compatible with the selected filler metal. Criteria
have been presented for selection of filler metals for
dissimilar joints to ensure better weld metal proper-
ties and successful joint without any discontinuities
(Hayes, et al., 2011). When selecting an appropriate
filler metal for a joint, the filler metal spreadability
should be considered. The spreadability of filler metal on
the substrate is dependent on one of two factors: mutual di-
lution between the metals or the formation of intermetallic
compounds (Feng et al. 2012b). For instance, a Zn-Al filler
metal used in a brazing process has a linear increase in wet-
tability (i.e. spreadability) on the Al and Cu substrate with
increasing Al content in the filler metal as shown in Fig. 6
(Feng et al. 2012b). However, the mutual dilution rate of
the filler metal on the Al substrate is reduced, which results
in the formation of intermetallic compounds. Additionally,
microhardness in the brazing seam increases with increased
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Al content in the Zn-Al filler metal resulting in brittle
fracture of the joint.
Studies show that addition of appropriate elements

(i.e. based on the properties of the base metal) to
the filler metal have improved Al-Cu weld properties
and reduced intermetallic compounds. A study by
Feng, et al. (2013) on brazing Al-Cu joints with the
addition of Ti to Zn-22 Al filler metal showed that
the filler metal wettability decreased with increase in
Ti content, as shown in Fig. 7. However, the increase
in Ti content led to a reduction of intermetallic
compounds in the joint and an increase in joint
Fig. 6 Spreading areas on Al and Cu substrates with increasing Al
content in Zn-Al filler metals (Feng et al. 2012b)
shear strength. The addition of Ce to the filler metal
instead of Ti, studied by Feng and Xue (2013), re-
sulted in a thinner intermetallic layer. The layer
formed by a Zn-22Al-0.05Ce filler metal was thinner
than that with a Zn-22Al filler metal because the Ce
changed the atom diffusion and suppressed the in-
termetallic compound layer growth, which resulted
in an improvement in weld properties.
Studies show that the intermetallic compounds formed

by filler metal addition can have beneficial effects on
weld properties. For instance, Xia, et al. (2008) showed
that a weld formed by an Al-Si filler metal had a
Fig. 7 Spreading area on the Cu substrate with increasing Ti
content in the filler metal (Feng, et al., 2013)
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prismatic bulky intermetallic structure on the side of the
Al. The growth in the prismatic Al grain was due to the
eutectic reaction of the Al base metal and Si in the filler
metal. The uniform growth of the Al prismatic structure
had a beneficial effect on the mechanical properties of
the weld metal.
As well as reduction in intermetallic compounds, filler

metal addition can improve other properties and reduce
defects. Research has shown that appropriate filler
metals such as Zn-Al alloys for a brazed Al-Cu joint give
high corrosion resistance and better mechanical proper-
ties compared to other filler metals (Berlanga-Labari
et al. 2011; Feng et al. 2012b; Yan, et al., 2013). Research
has also shown that the addition of a suitable filler metal
having a low melting temperature results in a reduction
of the residual stress in Al-Cu joints (Xiao et al. 2013).
An inappropriate filler metal, on the other hand, results
in defect formation in the weld metal. This was demon-
strated in the studies by Berlanga-Labari, et al. (2011), in
which it was seen that brazing of an Al-Cu joint with a
Zn-Al eutectic filler metal resulted in a uniform micro-
structure but with defects such as porosity and cracks.
In the case of laser welding, Weigl, et al. (2011) con-
ducted an experiment on adapted filler materials that
were used in thermal welding and a brazing process
(AlSi12 and CuSi3). The weld metal showed micro-
cracks in the AlSi12 filler material; welds formed by
CuSi3 had macro-crack formation and low dilution but
were better than welds formed without filler metals. In
conclusion, the use of appropriate filler metal in Al-Cu
joints improves the properties of the joint, by assisting
in proper dilution, which reduces the intermetallic com-
pounds and leads to fewer defects.

Influence of heat treatment
In some cases, heat treatment can be beneficial to one of
the base metals but unfavourable to the other base
metal, which will result in weld defect formation. In the
experimental study of solid-state welding, Wonbae, et al.
(2005) showed that a friction welded joint had different
intermetallic compounds after long annealing time and
the thickness growth of the intermetallic compounds in
the weld was increased by high annealing temperatures,
which is shown in Fig. 8. Thus, long annealing time and
high annealing temperature resulted in a degradation of
properties.
The same phenomenon was also found in experiments

on Al-Cu brazed joints by Feng and Xue (2013). Their work
showed that the intermetallic layer grew with increase in
ageing time. In addition, the shear strength decreased with
increased ageing time, due to growth in the intermetallic
compound thickness. It was noted that Al-Cu brazed joints
formed with a Zn-22Al-0.05Ce filler metal had higher shear
strength compared to those formed with a Zn-22Al filler
metal. With a nominal ageing time, the joint had a ductile
fracture mode; however, increased ageing time changed the
joint to brittle fracture mode.
The above studies indicate that increasing the heat

treatment temperature and time above the nominal level
results in thickness growth of intermetallic compound
by greater dilution between the metals thereby, ultim-
ately leading to defects formations and reduction in the
properties of the joint.

Factors affecting Al-Cu joint properties while in service
Major joint problems usually occur only when the joint
is subjected to service conditions. Al-Cu joints are
mostly used in electrical industries as electrical connec-
tors, so a key consideration is oxidation, since Al-Cu
joints are easily oxidised, resulting in resistance to elec-
trical flow (Klauke, 2012). Therefore, joint properties
and microstructure formation when the joints are in ser-
vice need to be considered.

Physical and mechanical properties of the joint
The properties of the weld metal formed depend on the
weld metal composition and intermetallic phases formed
(Hayes, et al., 2011). For instance, Wonbae, et al. (2005)
showed that friction stir welded joint have low conduct-
ive intermetallic compound formation, which results in
increased electrical resistance in the joint. Braunović and
Alexandrov 1994 showed friction welded Al-Cu joints
submitted to electrical current exhibited substantial
cracking along the joint as well as in the phases formed
in the joint. Joints operating at high temperature and
high current displayed growth of intermetallic com-
pounds and increased electrical resistance in the joint.
The cracking and increased electrical resistance were
due to the diffusion of Cu atoms in the interface region
and intermetallic compound formation. Solchenbach,
et al. (2014) showed a relation between the electrical re-
sistance and the shear strength in Al-Cu laser brazed
joints. As shear strength increased, the electrical resist-
ance in the joint decreased over time, as shown in Fig. 9.
The above studies show that the electrical properties

are affected by the intermetallic compounds formed in
the joint while it is in service. The studies also show that
the intermetallic compounds affect mechanical proper-
ties of the joint. For instance, the study of Braunović and
Alexandrov 1994 showed that high microhardness in the
intermetallic compounds resulted in brittleness leading
to easy fracture and low mechanical strength of the
joint. A similar finding has been reported for brazing of
an aluminium and copper joint containing an Al2Cu
phase (Feng et al. 2012b). The hardness characteristics
created by the Al2Cu intermetallic compounds result in
increased brittleness in the weld metal, which can act as
a stress raiser leading to the initiation of cracks. A joint



Fig. 9 Relation between electrical resistance and shear strength
(Solchenbach, et al., 2014)

Fig. 8 Intermetallic thickness variation by (a) varying annnealing temperature and (b) varying annealing time (Wonbae, et al., 2005)
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formed by Zn-15Al filler metal had the highest shear
strength because of the uniform distribution of the
Al2Cu intermetallic compound, which could also reduce
the electrical resistance (Feng et al. 2012b).
With laser welding, Sujin, et al. (2014) showed that

laser-welded Cu-Al joints fracture easily due to the large
weld zone and the formation of intermetallic compounds
(CuAl and Al2Cu). The work of Weigl, et al. (2011) on
laser welding with adapted filler materials (i.e. AlSi12
and CuSi3) showed that the hardness value decreased
more with the AlSi12 filler metal, due to uniform distri-
bution of the Cu concentration and intermetallic com-
pounds. Additionally, the weld formed with the AlSi12
filler metal had the highest ductile strength, followed by
the weld made with the CuSi3 filler metal, with the weld
formed without filler metals having the lowest ductile
strength. The ductility in the weld that was made using
an AlSi12 filler metal was due to a less coarse honey-
comb structure.
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From the discussion in this section, it can be ob-
served that weld properties influences the stability
during in-service condition through intermetallic
compound formation. Moreover, low weld properties
and brittle intermetallic compound phase formation
in the joint can result in failure of the joint while in
service.

Stability of microstructure in the joint
Dissimilar joints vary in the concentration of atoms and
their activity (i.e. potential chemical gradient) in the
weld metal. This activity can lead to the diffusion of
atoms with or against the gradient concentration of the
metal. Therefore, it is difficult to predict the properties
or specific atom migration in a dissimilar joint during
the welding processes as well as in service at high tem-
peratures. The migration of a specific atom or atom
movement depends on the temperature, as well as the
time, and results in changes in the properties and stabil-
ity of the weld metal (Joseph 2006; Hayes, et al., 2011).
Numerous studies on Al-Cu joints have shown that the
type and microstructure of the interface formed in the
joint determine the stability of the joint. In addition, ap-
propriate thickness and fine distribution of the interme-
tallic layer have a positive effect on the properties of the
joint (Pang, et al., 2001; Song, et al., 2003; Huseyin et al.
2005; Lin, et al., 2009). For instance, Lawrence, et al.
(1998) noticed that a Cu-Al joint welded by friction stir
welding had a complex intercalation with swirl and vor-
tex features that was unstable at the interface. Zhao,
et al. (2013) noted the same swirling deformation in
ultrasonic spot-welded Al-Cu joints as shown in Fig. 10a.
Their study suggested that the swirl development was
due to high energy as the tool tip penetrated more into
the metal, leading to coarse displacement. If a joint is
placed in a high-temperature environment, swirl de-
formation can also result from displacement, making
the joint unstable. The swirl has the beneficial effect of
increasing shear strength but the detrimental effect of
creating void formation in the weld metal, as shown in
Fig. 10b. (Zhao, et al., 2013). To avoid failure of the joint
while in service, these intercalation and microstructural
Fig. 10 a Formation of swirls and b void formation in an Al-Cu joint (Zhao
phase formations should be considered at the design stages
and addressed with appropriate welding parameters.
Feng et al. (2012b) found for Al-Cu brazed joints

that the intermetallic compounds formed on the Cu
substrate changed phase as a result of variation of the
Al content in the filler metal (Zn-Al). In addition, in-
creased Al content in the filler metal led to bulk in-
termetallic formation, which increased the melting
temperature and had a detrimental effect on the
properties of the joint. Feng, et al. (2013) found that
adding Ti to the Zn-Al filler metal stabilised the
microstructural changes in the interface region by
transforming the bulk structure into a needle shape
structure. The stability of the microstructure influ-
ences the Al-Cu joint properties through the compos-
ition gradient formed and intermetallic structure
formation resulting in microstructural change.

Resistance to corrosion and oxidation characteristic
In dissimilar weld metal, corrosion can occur in ei-
ther the joint phase or anodic metal due to the for-
mation of galvanic cells. Galvanic cell formation is a
result of a localised cell between the joint phases and
leads to severe defects in the weld metal, such as
hydrogen embrittlement and stress corrosion. For in-
stance, the study by Acarer (2012) on explosive weld-
ing showed galvanic corrosion on Al-Cu bimetal, as
the Al acted as an anode due to the high electronega-
tivity. Consequently, Al in the intermetallic zone was
subject to more corrosion than the Cu side, which
can be seen from Fig. 11.
Study of bimetallic corrosion in seawater indicated

that Al was unprotected from severe corrosion due to
the activity and passivity properties of Al and Cu
(Francis 2000). Other studies on corrosion have
shown that Al-Cu weld metal corrodes due to mois-
ture trapped during welding and can fail while in ser-
vice. This corrosion occurs more in Al, which is the
less noble metal (anode) than in Cu (Solacity, 2011).
Corrosion is also promoted by the pitting action

and the ionisation tendency between the copper and
aluminium, which consequently results in a smaller
, et al., 2013)



Fig. 11 a Corroded bimetal of an Al-Cu joint and b cross-sectional view of corroded Al-Cu bimetal (Acarer, 2012)
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contact surface area. The small contact area between
the metals leads to loosened connection between the
two metals and produces noise during the arcing
(Solacity, 2011). In a friction-stir welded joint, galvanic
corrosion occurs at the interface region of the weld due to
the high-temperature gradient, which results in degrad-
ation of the joint properties. In addition, high-temperature
corrosion can occur due to significant difference in the
chemical composition of the weld metal. When the dis-
similar weld metal operates at high temperatures,
Table 2 Comparison between friction stir welding, laser welding an

Welding process IMC phase formed Ad

Laser beam welding Lap welding of Al(1060) to
pure Cu by ND:YAG laser
(Zuo, et al., 2014)

γ2-Cu9Al4 ●

α-Al + θ-CuAl2

(α + θ) eutectic

α-Al ●

Lap welding of Al(1050) to
pure Cu by FIBRE laser
(Sujin, et al., 2014)

Cu9Al4 ●

CuAl2

CuAl

Friction stir welding Lap welding of Al(1060)
to pure Cu with offset in
Al side (Abdollah-zadeh,
et al., 2008)

Cu9Al4 ●

CuAl2

CuAl ●

Lap welding of Al(1060) to
pure Cu (Tohid, et al., 2010)

Cu9Al4 ●

CuAl2

Brazing Lap welding of Al(1060) to
pure Cu with various alloys
in Zn-Al filler metal
(Feng et al. 2012b)

CuAl2 ●

Lap welding of Al(1060) to
pure Cu with addition of
Ti in Zn-22Al filler metal
(Feng, et al., 2013)

CuZn ●

CuAl2
oxidation occurs due to the variation in the composition
of the weld metals. This oxidation leads to notches in the
weld metal, which act as stress raisers (Joseph 2006).
To avoid corrosion in the joints, corrosion behaviour

should be considered when selecting the materials for a
dissimilar joint. When a third metal (filler metal) is used,
dilution of the metal and third metal corrosion behaviour
should also be considered. Shielding gas or transition
compound particles can be used for moisture prevention
(Solacity, 2011). It can be noted from the studies that
d brazing in welding of Al (1060) and pure Cu

vantages and disadvantages Defects

γ2-Cu9Al4 had positive influence on the
mechanical properties of joint

● Upward convexity

Due to the brittle phase θ-CuAl2, the joint
fails by fracture

Due to the brittle phase of CuAl2 and
CuAl, the joint fails by fracture

● Low welding speed leads
to crack formation

AlCu has increased hardness property and
strengthened the joint.

● No defects were found.

Al2Cu and Al4Cu9 improved the
mechanical properties, such as ultimate
tensile strength and bending property in
the joint.

CuAl2 and Cu9Al4 were formed in the dark
area, which was also the reason for defect
formations

● Cavity formation due to
higher welding speed

● Formationofmicro-cracks
duetolowweldingspeeds

CuAl2 improved the mechanical
properties, such as microhardness and
shear strength

● Cracks can initiate or
propagate if the
intermetallic compound
is not diluted.

CuZn and CuAl2 had some effect in the
mechanical properties of the Al-Cu joint.

● No defects were found.
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intermetallic compound formation has no effect on the
corrosion properties; however, welding parameters and
base metal properties have a significant effect on the cor-
rosion properties in the weld metal.
Comparison
A comparison between friction stir welding, laser welding
and brazing in welding of Al(1060) and pure Cu is shown
in Table 2.
Discussion and conclusions
The power generation industry and many other industries
require effective joining of Al and Cu, without defect for-
mation and with suitable properties in the joint, to enable
applications in different service conditions. For the weld-
ing of dissimilar metals, solid-state welding is usually pre-
ferred to fusion welding processes because differences in
the melting of the metals together, with significant differ-
ences in the chemical, physical and mechanical properties,
result in the formation of brittle intermetallic compounds
and defects in the weld metal. Various studies have shown
that joints made with solid-state welding have better prop-
erties than joints made with conventional welding
processes.
Weld properties are defined by the factors determining

the microstructural formation in the weld metal, which in
turn determines the weld strength. Some of the factors
concerned have to be considered at the initial joint design
stage, before the welding process, to avoid discontinuities.
For instance, the thermal properties of Al and Cu have to
be considered because they are very important factors for
good bonding between the metals and avoidance of defect
formation. The factors that influence the Al-Cu weld
properties vary depending on the welding process and
these factors have to be considered in order to fabricate a
successful dissimilar Al-Cu joint.
The intermetallic compounds formed in the inter-

face zone of Al-Cu have both favourable effects and
detrimental effects on the joints. Moreover, some of
the intermetallic compound phases formed have
been found to be the same in both fusion welding
and solid-state welding. The characteristics of these
intermetallic compounds vary according to the loca-
tion of the phase formed. Definitive reasons for de-
fective intermetallic compound formation are not
known. More researches are therefore needed to in-
vestigate reduction in brittle intermetallic compound
formation, the factors promoting the formation of
such compounds and their effect on weld properties.
There is moreover a need for a significant research on dis-
similar welding of Al with Cu to optimise manufacture of
defect-free Al-Cu joints without brittle intermetallic com-
pounds and thus enable industrial-scale production.
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