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Abstract

Background: In this study, the effect of processing parameters on the mechanical properties of friction-stir-welded
polyamide (nylon 66) sheets is investigated.

Methods: Commercial polyamide sheets with the dimension of 250 × 150 × 8 mm are used in experimentations.
The processing parameters considered in the welding include: rotational speeds in five levels and traverse speeds in
three levels. Tensile and impact tests are performed in order to evaluate mechanical behavior of welded sheets.
Full-factorial design of experiments and also analysis of variance was performed in present study.

Results: Results show that when rotational speed increases, weld strength first increases and then decreases. In
other words, there is an optimum rotational speed in which the welded samples could obtain the highest tensile
Strength. Regarding the traverse speed, weld strength decreases with increasing of the traverse speed.

Conclusions: Obtained results show a significant relationship between considered properties and processing
parameters through an analysis of variance (ANOVA) study.
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Background
The real plastics revolution in automotive industry began
in 1950 when thermoplastics made their debut, starting
with acrylonitrile butadiene styrene (ABS) and going on to
polyamide (PA), polyoxymethylene (POM), and polycar-
bonate (PC) together with introduction of alloys and blends
of various polymers. The ongoing development of advanced
and high-performance polymers has dramatically increased
their usage. Originally, plastics were specified because they
offered good mechanical properties combined with excel-
lent appearance, including the possibility of self-coloring.
The application of plastic components in the automotive
industry has been increasing over the last decades. Now-
adays, the plastics are used mainly to make cars more en-
ergy efficient by reducing weight, together with providing
durability, corrosion resistance, toughness, design flexibility,
resiliency, and high performance at low cost (Szeteiova
2011). Friction stir welding is a new solid-state joining tech-
nique, which was originally developed and successfully ap-
plied for aluminum alloys. However, recently, attempts
have been made to adapt friction stir welding technology to
the joining of thermoplastic materials. In this solid-state
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joining process which welds the materials, the characteris-
tics and properties must remain unchanged as far as pos-
sible (Shaikh et al. 2014). Many researchers investigated
and formulated friction stir welding process which has pro-
duced structural joints superior to conventional arc welds
in aluminum, steel, nickel, copper, and titanium alloys. Re-
search and development efforts over the last decade have
resulted in improvements in friction stir welding and the
spin-off of a series of related technologies.
Sorensen et al. (2001) at Brigham Young University

(BYU) studied the mechanical properties of the thermo-
plastics with friction stir welding (FSW) method using a
hot shoe. In this study, they used non-threaded tools
first and found that pin without thread causes a lot of
tension to the device and a reduction in preserved ma-
terial in the weld area. They concluded that increasing
rotational speed and decreasing travel speed have posi-
tive effects on the weld strength.
Strand et al. (2003) at BYU, in another study in 2003, in-

vestigated the influence of parameters on flexural strength,
tensile strength, and microstructure of the weld. Hot shoe
was also used in this study. Experimental results showed
that lower speed of travel and higher shoe temperature
will lead to strength and better microstructure.
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Saeedy and Besharatigivi (2010) have studied the feasi-
bility of friction stir welding on medium density poly-
ethylene blanks. The optimum welding condition has
been determined. They have demonstrated that rotation
speed and tool tilt angle have key roles in the seam
elongation and strength, respectively. By applying this
method of welding on polyethylene blanks, about 70 %
of the base material strength is achieved.
Also, in other research, Saeedy and Besharati Givi (2011)

studied the effect of varying process parameters (rotational
speed, welding speed, and attack angle) on the weld quality
of polyethylene sheets. A strength value of 75 % of that of
the base material was achieved in their experimentation.
Aydin (2014) investigated the weld ability of polyethylene

via friction stir welding method. In this study, three dif-
ferent heating processes were used. Welding processes are
performed at room temperature, welding preheated plate
samples at 50 and 80 °C with metal molding. A tensile
strength of 72 % was achieved in non-preheated welds
whereas tensile strength of parent material was achieved
approximately at an optimum value of 89 % by pre-heating
at 50 °C.
Anna Squeo et al. (2009) performed friction stir welding

of 3-mm-thick polyethylene sheets with a cylindrical steel
pin having two different pin diameters. Authors has con-
cluded that even if process optimization is required, the
final performances of the joints are sufficient to assess that
friction stir welding of polyethylene may be a valid alter-
native to conventional joining technologies.
Arici and Selale (2007) investigates the effect of the tool

tilt angle on friction stir welding of polyethylene. They
showed that in welded samples, tensile strength decreases
with increasing tool tilt angle. They also reveal that when
Fig. 1 FSW tool of the present research
tool tilt angle increases, the thickness of the welding zone
decreases which in turn affects the tensile strength.
Payganeh et al. (2011) used friction stir welding for butt

joining of polypropylene composite plates having 30 wt%
glass fibers. The results indicated that tool pin geometry
had a significant influence on weld quality, and the effects
of rotational speed and tilt angle on weld appearance and
strength were more than that of traverse speed.
Mendes et al. (2014) in their research work studied the

effect of axial force, rotational and traverse speeds, the
tool temperature on the morphology, weld quality, ten-
sile strength, and tensile strain of friction-stir-welded
acrylonitrile butadiene styrene sheets using a robotic
system and a stationary shoulder tool developed to this
purpose. They found that high axial force promotes the
squeeze of the molten polymeric material, preventing
introduction of air into the weld and helps cooling of
the weld, avoiding shrinkage, and voids formation. Also,
they observed that high axial force improves tensile
strength and strain of welds. In addition, it is reported
that the rotational speed is primarily responsible for
heat generation, promoting adequate plasticizing, and
mixing the polymer, and high tool rotational speed im-
proves tensile strength and strain of welds.
Kumar et al. (2012) in their experimental research

work studied the welding force of friction stir welding
of AA5083. Their results show that tool rotational
speed, welding speed, and tool shoulder diameter are the
most significant parameters affecting axial force. They also
showed that longitudinal force is significantly affected by
welding speed and probe diameter.
In present research work, friction-stir-welded butt joints

of polyamide sheets are obtained using a cylindrical tool



Table 1 Levels of selected parameters in present study

Parameter Level

1 2 3 4 5

Rotational speed (RPM) 780 994 1255 1570 2000

Traverse speed (mm/m2) 27 42 62 … …
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in various welding conditions. The aim of the study is to
investigate the effect of friction stir welding parameters
(rotational and traverse speeds) on the mechanical proper-
ties of polyamide sheets in order to obtain the optimum
condition that leads to a weld with the highest quality.

Methods
Materials and tool design
In the present study, the commercial polyamide sheets
(nylon 66) with 8 mm thickness are utilized to cut in spec-
imens with the dimensions of 150 × 250 mm in order to
use for the butt joint friction stir welding. Base material of
this study has a tensile strength of 15.57 MPa, impact
strength of 36.636 kJ/m2, and melting point of 265.8 °C.
Friction stir welding of specimens is performed using a
specially designed clamping fixture which is mounted on a
vertical milling machine. A welding tool made of mild
steel with nominal pin and shoulder diameter of 4 and
16 mm, respectively, and also pin length of 7.8 mm is used
Fig. 2 Welded sheets cut into a tensile and b impact test specimens
in the experimentations. Figure 1 shows the dimension of
the used tool of the present research.

Process preparation
Rotational speed of the pin and traverse speed of the
tool along the weld line are selected as the processing
parameters. From the preliminary experimental results,
the rotational speed is selected (780, 994, 1255, 1570, and
2000 rpm) and traverse speed is selected (27, 42, and
62 mm/min). Selected processing parameters and different
levels of each parameter are presented in Table 1. In order
to determine the mechanical properties, the welded speci-
mens are examined with tensile and impact test machines.
General full factorial design of experiments (DOE) is ap-
plied to explore effects of operating parameters. Also, the
analysis of variance (ANOVA) study is performed in order
to determine the significance of process parameters and
the relationship between them and the mechanical proper-
ties of the welds.
At the start, the FSW tool is plunged into the sheets

until it touched the shoulder surface. After few seconds as
the dwelling time of preheating and softening of the ma-
terial, the tool starts to moves along the weld line. Since
the tool is removed when it reached to the end of the
line, a hole is created at the end of the joint interface
(Panneerselvam and Lennin 2014).



Fig. 3 A poor and unacceptable weld at very low rotational speed and very high traverse speed
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Since the tool rapidly cools in the air and no chips or
flashes are produced in the process, there is no need to
apply cooling or cleaning procedure. The specimens of
tensile and impact tests are cut from the middle part of
the welded plates. Also, the cutting direction is perpen-
dicular to the welding direction (Fig. 2). These specimens
are cut using a CNC milling machine to a standard size
according to American Society for Testing and Materials
(ASTM) D638-10 of tensile test (International 2010) and
ASTM D6110-10 of impact test (International 2010).
Tensile tests are conducted using a Zwick machine with
the cross head speed of 5 mm/min. Also, impact tests are
conducted using a SBN impact machine with a head of
pendulum weight of 2.036 kg and arm distance of
39.48 cm.
Table 2 Mechanical properties of welded specimens

Trial Rotational speed (rpm) Traverse speed
(mm/min)

Tensile strengt

1 780 27 4.78

2 780 42 1.90

3 780 62 1.08

4 994 27 6.93

5 994 42 3.23

6 994 62 1.75

7 1255 27 8.38

8 1255 42 5.88

9 1255 62 2.89

10 1570 27 6.57

11 1570 42 8.51

12 1570 62 5.93

13 2000 27 4.71

14 2000 42 7.25

15 2000 62 3.22

Base material … … 15.57
Result and discussion
In the experimental procedure, it is found that rotational
speeds smaller than 780 rpm produced low frictional
heat and inadequate material mixing and therefore, results
in welds with a very low mechanical strength. These
welded specimens could be easily fractured by hands.
Also, it was found that for traverse speed larger than
62 mm/min, weld line area is full of deformation and ex-
ternal voids leading to weld with poor quality. On the
other hand, the limitation of the vertical milling machine
restricts using rotational speed larger than 2000 rpm and
traverse speed smaller than 27 mm/min. As an example,
Fig. 3 shows a very poor joint of a welded specimen with
the rotational speed of 780 rpm and traverse speed of
27 mm/min.
h (MPa) Relative tensile
strength (%)

Impact strength (kJ/m2) Relative impact
strength (%)

30.70 6.26 17.08

12.20 3.51 9.58

6.94 2.11 5.76

44.51 8.32 22.71

20.75 6.52 17.79

11.24 3.85 10.51

53.82 8.61 23.50

37.76 10.19 27.81

18.56 5.89 16.07

42.20 9.54 26.04

54.66 10.80 29.48

38.09 6.81 18.59

30.25 7.70 21.01

46.56 8.91 24.32

20.68 7.09 19.35

100 36.64 100



Fig. 4 Tensile strength results of the welded samples
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Experimental works of this research are followed by
tension and impact tests. Results of tensile and impact
strengths and also relative tensile and impact strengths
of different specimens are presented in Table 2.

Effect of processing parameters on tensile strength
Figure 4 shows the results of tensile tests. As the figure
shows, when rotational speed increases, the tensile strength
first increases and then decreases. In other words, in all
transverse speed of the experimentations, there is an
optimum rotational speed in which the welded specimens
could obtain the highest tensile strength. Also, it is con-
cluded from the figure that as the traverse speed increases,
this optimum rotational speed also will be increased. It
means that when traverse speed increases, the produced
frictional stir heat will be decreased because of the faster
movement of the tool. Therefore, in order to compensate
for the lost heat, higher rotational speed is needed. Gene-
rally, low rotational speeds lead to insufficient flow of
Fig. 5 Main effects of rotational speed on tensile strength
material in the weld zone and lack of fusion between the
weld and base material. While the stirring of the pin in-
creases with the tool rotational speed, frictional heat also
will be increased and consequently better welds will be ob-
tained in terms of mechanical properties (Arici and Sinmaz
2005). However, when the rotational speed goes to the
values of rotational speed higher than 1570 rpm, the mate-
rials are separated by pin and a weak weld will be observed.
Regarding traverse speed of the tool, it should be also men-
tioned that if the traverse speed increases, pouring of the
melt material out of the welding area will occur because of
the high tangential force exerted on the material. In a high
traverse speed, high value of temperature also could not be
created. Therefore, poor mixing of the melted material
will lead to a weld with poor quality (Bagheri et al. 2013;
Hoseinpour Dashatan et al. 2013).
Another important result that could be obtained from

Table 2 is the fact that the maximum relative tensile
strength of the welded samples is about 54.66 % of the
base material that occurred in a specimen welded with
rotational speed of 1570 rpm and traverse speed of 42 mm/
min. Also, the minimum strength (about 6.94 % of the base
material) occurred in a sample welded with rotational speed
of 780 rpm and traverse speed of 62 mm/min.
Another way to show the effect of processing parameters

on the mechanical properties of welded samples is the main
effects plot obtained from DOE for tensile strength.
Figure 5 is the main effect plot of rotational and traverse
speeds for tensile strength. As Fig. 5 shows, tensile strength
increases with increasing the rotational speed to 1570 rpm,
and then a reduction in tensile strength appears on the re-
sults. It means that welding with an excessive rotational
speed (i.e., larger than 1570 rpm) will lose more particles
from the base material which leads to decrease in thickness.
In addition, with excessive rotational speed, the base ma-
terial will burn. This put the weld in an uncontrolled
situation.



Table 3 ANOVA table of tensile strength

Source DOF SS MS Fexp F0.05 P Percent effect

Rotational speed 4 33.983 8.496 3.43 3.84 0.065 41.04

Traverse speed 2 29.001 14.501 5.86 4.46 0.027 35.03

Error 8 19.813 2.477 … … … …

Total 14 82.797 … … … … …

Fig. 6 Impact strength results of the welded samples
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Also, as Fig. 5 depicts, welding with higher traverse
speed reduces the tensile strength. This could be because
of the fact that in higher traverse speed, faster movement
of tool leads to poor mixing of the material. In other
words, welding with smaller traverse speed allows the two
sheets to get enough time for mixing and homogenization.
Therefore, weld line deflection and deformation in sam-
ples with higher traverse speed lead to poor material mix-
ing and consequently weak tensile strength.
The ANOVA method measures the effect of input var-

iables (i.e., processing parameters of friction stir welding
process) on response variables (i.e., tensile and impact
strengths of welded joints) through the relationship be-
tween these two families of variables. ANOVA method
also defines which welding parameters highly affect the
quality feature statistically (Mustafa et al. 2011). The
Fisher test is used to assess the degree of significance
in these relationships. The ANOVA results of tensile
strength of the welded specimens of the present study
are shown in Table 3. As results show, P value of the ro-
tational speed (0.065) is a little bit bigger than 0.05. It
means that rotational speed does not statistically have
significant effect on tensile strength at the 95 % level of
confidence. However, there is a significant effect on ten-
sile strength for traverse speed due to the small P value
of 0.027. Also, F-value of rotational speed obtained from
experimental results (i.e., 3.43) is a little bit lower than
the statistical calculation of F-value (i.e., 3.84). This also
shows that rotational speed is an effective parameter on
tensile strength of specimens. Similarly, since obtained
F-values of traverse speed from experimental results
(i.e., 5.86) are bigger than concluded F-value from statis-
tical calculation (i.e., 4.46), traverse speed is an effective
parameter on tensile strength of welded specimens. Re-
sults also depict that rotational speed with the percent ef-
fect value of 41.04 is the most effective parameter on the
tensile strength of welded specimens (Rezgui et al. 2010).

Effect of processing parameters on impact strength
To ensure and support the analysis of mechanical proper-
ties, impact tensile strength tests were inspected to all weld-
ing specimens. Results of the impact test for welded
polyamide samples of this research are presented in Table 2,
too. Figure 6 also shows the results of impact strength
for welded polyamide samples. As Fig. 6 displays, impact
strength of the welded samples increases if the rotational
speed of the tool increases to 1570 rpm. Further increase of
rotational speed to 2000 rpm will decrease the impact
strength. In other words, regardless of traverse speed, there
is an optimum rotational speed in which the welded speci-
mens could obtain the highest impact strength. As it was
mentioned previously, low rotational speeds cause insu-
fficient flow of material in the weld zone, therefore fusion
between the weld and base material will be weak. Conse-
quently, the impact strength of welded samples will not be
satisfactory. However, if the tool rotational speed increases,
stirring of the pin and frictional heat will be increased, and
consequently better welds will be obtained in terms of
mechanical properties (Rahbarpour et al. 2014). On the
other hand, with rotational speed higher than 1570 rpm,
the materials will be separated by pin, and consequently a
weak joint will be obtained.
One interesting result that is obtained from Fig. 6 is

the fact that as the traverse speed increases, the optimum
rotational speed is almost constant. In other words, re-
gardless of traverse speed, an optimum rotational speed
(i.e., 1570 rpm) can be used for welding polyamide sheets.
Nevertheless, if the traverse speed increases, the impact
strength of welded samples decreases. This could be be-
cause with high traverse speed, the melted material will
pour out of the welding area. Additionally, in a high travel
speed, high value of temperature could not be created.
Therefore, poor mixing of the melted material will hap-
pen, and consequently a poor quality weld is obtained.



Fig. 7 Main effects of rotational and traverse speed on impact strength
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Similar to the results of tensile test, another important
result that could be obtained from Table 2 is the condition
in which the relative impact strength could be maximized.
The maximum relative impact strength of the welded
samples is about 29.48 % of the impact strength of base
material which is obtained in a specimen welded at
1570 rpm rotational speed and 42 mm/min traverse speed.
Moreover, the minimum impact strength is about 5.76 %
of the base material, which occurred in a sample welded at
780 rpm rotational speed and 62 mm/min traverse speed.
Obtained from design of experiments (DOE), the main

effect plot of rotational and traverse speed for impact
strength is shown in Fig. 7. As it is mentioned in the
previous section, the diagrams of this figure also reveal
the effect of processing parameters on the mechanical
properties of welded samples. As Fig. 7 shows, impact
strength increases if the rotational speed increases to
1570 rpm, and then further increasing in rotational
speed will decrease impact strength of the welded spec-
imens. In addition, impact strength will be decreased
when the traverse speed of tool increases.
Another interesting result that could be concluded from

Fig. 6 is that in low rotational speed (lower than the
optimum rotational speed or 1570 rpm), impact strength
(and also tensile strength in Fig. 4) will decrease with
increasing traverse speed. But at high rotational speed
(higher than 1570 rpm), this behavior could not be seen.
Table 4 ANOVA table of impact strength

Source DOF SS MS

Rotational speed 4 48.998 12.249

Traverse speed 2 27.788 13.894

Error 8 10.741 1.343

Total 14 87.527 …
In other words, at higher rotational speeds, traverse speed
of 42 mm/min could be chosen as optimum traverse
speed in which the mechanical properties of welded sheets
could be maximized.
The ANOVA results of impact strength of welded speci-

mens are shown in Table 4. As results show, all processing
parameters have statistically significant effect on tensile
strength at the 95 % level of confidence. F-values of
processing parameters obtained from experimental results
are 9.12 and 10.35 for rotational and traverse speeds, re-
spectively. Since these F-values are bigger than the con-
cluded F-value from statistical calculation (i.e., 3.84 and
4.46, respectively), all processing variables of the present
study could be considered as effective parameters on im-
pact strength of welded specimens. It is also concluded
that regarding impact strength, rotational speed with the
percent effect of 55.98 is the most effective parameter.

Conclusions
In this paper, friction stir welding process is used to weld
polyamide (nylon 66) sheets. As mechanical properties,
tensile and impact strength of friction-stir-welded poly-
amide sheets are studied under varying processing pa-
rameters. Results show that welding strength increases
when rotational speed increases. However, further increases
in rotational speed (higher than 1570 rpm) will decrease
the welding strength. Regarding the traverse speed, it
Fexp F0.05 P Percent effect

9.12 3.84 0.004 55.98

10.35 4.46 0.006 31.75

… … … …

… … … …
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is concluded that welding strength decreases when the
traverse speed increases. The maximum tensile strength of
the welded samples was obtained about 8.51 MPa. Since
the tensile strength of the base material is 15.57 MPa, the
maximum relative strength of the joint was concluded ap-
proximately 55 % in comparison with the base material.
Impact strength of the base material was also obtained
36.6 kJ/m2, while at the optimum conditions, the maximum
amount of impact strength was achieved about 10.8 kJ/m2.
It shows that relative impact strength of the best weld was
approximately 30 % compared to base material.
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