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Abstract

Stable and high surface area zirconium oxide nanoparticles have been synthesised by means of the hydrothermal
method. The Brunauer–Emmett–Teller results show that a high surface area of 543 m2/g was obtained in the
hydrothermal process, having a high porosity in nanometre range. The hydrothermal method was applied at 120 °C by
using an autoclave with a Teflon liner at an ambient pressure for 48 h. High-resolution scanning electron microscopy
shows the different morphologies of zirconia nanoparticles, which could be categorised as one-dimensional and zero-
dimensional, as they had a high crystallite orientation, which was also confirmed by the X-ray diffraction (XRD). The
mixture of two types of cubic phases in one sample was obtained from XRD and confirmed by the zirconia
nanostructure, showing the stable phase of fluorite, which has full cubic symmetry (Im-3m), and also an Arkelite
zirconia nanostructure, showing the stable phase of fluorite, which has full cubic symmetry (Fm-3m). The XRD results
also show the different structure orientations of face-centred cubic and body-centred cubic in one sample.
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Background
The synthesis of zirconium oxide nanoparticles (ZrO2) in
one-dimensional (1D) or three-dimensional (3D) form has
attracted considerable research due to the excellent mech-
anical and chemical properties of these nanoparticles. 1D
nanomaterials, such as nanoribbons, exhibit novel physical
properties with potential application in a number of areas
due to their high strength and fracture toughness, low
thermal conductivity, high corrosion resistance, both
acidic and basic properties and high melting point (Dong,
Lin, Liu, & Li, 2009; Kalkur & Lu, 1992; Wang et al., 2009;
Xu, Qin, Yang, & Li, 2003). Zirconia nanoparticles have
been used in many applications such as solid oxide fuel
cells, bio-sensors, H2 gas storage materials, oxygen sen-
sors, catalysts and catalyst support (Dwivedi, Maurya,
Verma, Prasad, & Bartwal, 2011). Furthermore, zirconia,
in the form of nanotubes or nanowires, is expected to im-
prove the sensitivity of chemical sensors and reinforce
thermal stability and toughness of the material (Hamling,
1997). Zirconia is known as a solid acid catalyst and an
n-type semiconductor material (Reddy & Khan, 2005). It

is also used as protection against chemical corrosion and
metal oxidation (Ibáñez, Martin, Ramos-Barrado, & Lei-
nen, 2006). ZrO2 is highly conductive at elevated tempera-
tures due to its wide band gap semiconductor properties
(Kumari et al., 2009). Generally, zirconia nanoparticles
consist of three crystalline structures, which are cubic (C),
tetragonal (T) and monoclinic (M), depending on their
transformation temperatures (cubic > 2370 °C, tetragonal
> 1150 °C and monoclonic > 1150 °C) (Arantes et al.,
2010). The change in volume associated with this trans-
formation makes using pure zirconium oxide impossible in
many applications (Singh & Nakate, 2014). Upon cooling,
transformation is reversed spontaneously, the transform-
ation is thermal and there is less diffusion. Furthermore,
the tetragonal-to-monoclinic transformation occurs with a
volume expansion of about 4–5%, inducing high compres-
sive stresses in the material (Monaco, Tucci, Esposito, &
Scotti, 2013). Zirconia with tetragonal and cubic struc-
tures has a higher density and a higher crystallisation
temperature than the monoclinic structure (William, Cal-
lister, & David, 2012; Dercz, Prusik, & Pajak, 2008). The
induced stress explanation depends upon the tetragonal-
to-monoclinic transformation, once the application
temperature surpasses the transformation temperature, at
about 1000 °C. The high-temperature phases, such as
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cubic and tetragonal, can be stabilised at room temperature
by using stabilisers such as Y2O3, CaO, MgO and CeO2 to
avoid cracks within the structure due to the transformation
phase (Lumpkin, 1999; Zhu, Shi, Liang, Hui, & Lau, 2008).
The stabilised cubic ZrO2 can also be used as an oxygen
sensor in fuel cell membranes, because it has the ability to
allow oxygen ions to move freely through the crystal struc-
ture at high temperatures (Ge et al., 2014; Kumari et al.,
2009). The cubic phase possesses high oxygen ionic con-
ductivity, low thermal conductivity and chemical stability
over a wide range of temperatures and oxygen partial pres-
sure (Behbahani, Rowshanzamir, & Esmaeilifar, 2012),
which has led to its use as a thermal barrier coating in jet
and diesel engines to allow operation at higher tempera-
tures. Moreover, cubic zirconia conducts electricity very
well when used in the form of small grain-sized units of less
than 15 nm wide, which makes fuel cells much more reli-
able and less expensive. Since all fuel cells are based on ox-
ides, this cubic zirconia nanomaterial would be beneficial,
as it could replace or reduce the use of platinum, while re-
ducing costs and increasing fuel cell efficiency. Its physical
properties strongly depend on the phase and crystalline size
(Babu, Reddy, & Reddy, 2015). In addition, researchers have
introduced various synthesis methods such as microwave
irradiation, hydrothermal, solid-state synthesis and sol gel,
combined with solvent synthesis (Babu et al., 2015), to in-
crease the crystal sizes and their morphological phases
(Babu et al., 2015). The high-temperature phase of
ZrO2 could be used as reinforcement for toughening
aluminium through phase transformation, phase con-
version and microcracking (Xu et al., 2003). The
successful synthesis of ZrO2 nanotubes and nanofi-
bres by direct electro-chemical anodisation and elec-
trospinning has been reported (Kumari et al., 2009).
Porous anodic aluminium oxide (AAO) templates are
considered particularly attractive for fabricating
nanotubes or nanowires (Kumari et al., 2009). It was
reported that fabricating with an AAO template can
produce ZrO2 nanowire, which has high photolumi-
nescence (Cao et al., 2004; Dong et al., 2009). The
advantages of the hydrothermal method are that
crystalline is produced at a lower temperature with-
out using a great deal of energy (i.e. calcined at a
high temperature), less agglomeration, good distribu-
tion of particle size and controlled morphology
(Kumari et al., 2009). This paper reports on the
hydrothermal method used to synthesise ZrO2 nano-
structure, such as nanorods and nanospheres, with
pure cubic phases without any fabrication. Zirconia
nanospheres and nanorods were obtained without
using any alcohol, by applying the hydrothermal
method at ambient pressure for 48 h, and using zir-
conium oxychloride hydrate and sodium hydroxide
as precursor materials at 120 °C. Zirconium salt was

used, as it is inexpensive and insensitive to the
atmosphere.

Methods
Materials
Zirconium oxychloride hydrate (ZrOCl2·8H2O), sodium
hydroxide pellets (NaOH), ethanol, Nafion® solution, po-
tassium chloride (KCl) and sodium nitrates (NaNO3)
were purchased from Sigma Aldrich. All the chemicals
with analytical grade were used as received, without any
further purification.

Preparation of zirconium oxide by hydrothermal method
The ZrO2 nanoparticles were prepared by means of the
hydrothermal method; ZrOCl2·8H2O and NaOH were
used as starting materials (Sigwadi, Dhlamini, Mokrani, &
Nonjola, 2017). Zirconium hydroxide’s precipitation
(Zr(OH)4) was obtained by slowly adding 5M NaOH to
the aqueous solution of 0.5M ZrOCl2·8H2O, at room
temperature, while continuously stirring with a magnetic
stirrer and mixed for 30min. The resulting solution was
then transferred to an autoclave with a Teflon liner. The
sample run was at a temperature of 120 °C, with 400 rps
and zero bar pressure for 48 h. The resulting product was
centrifuged and washed with distilled water until the pH
was neutral. Then it was dried overnight at 80 °C.
Reaction:

ZrOCl2 � 8H2OþNaOH
¼ Zr OHð Þ4 þNaCl2 þH2O ð1Þ

Zr OHð Þ4 ¼ ZrO2 þ 2H2O ð2Þ

Characterisation
The X-ray diffraction (XRD) analysis was performed using
a Philips automated X-ray diffractometer, with a CuK radi-
ation source. Samples were scanned in continuous mode,

Fig. 1 The XRD patterns of the ZrO2 nanoparticles
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from 5 to 90° (2θ), with a scanning rate of 0.026°/1 s). The
thermal properties of the samples were studied using a
thermal gravimetric analysis (TGA) under nitrogen flow.
TGA data was obtained with a PerkinElmer instrument,
over nitrogen and at a heating rate of 10 °C/min from 50
to 1000 °C. A Brunauer–Emmett–Teller (BET) surface
area instrument (TriStar II 3020 Version 2) was used to
determine information such as gas uptake, micropore vol-
ume (t-plot method) and pore size distribution via adsorp-
tion and desorption isotherms. In a BET surface area

analysis, a dry sample was evacuated of all gas and cooled
to 77 K, using liquid nitrogen. The morphology was inves-
tigated by means of a scanning electron microscope
(SEM). SEM images were obtained on a Hitachi × 650.
Electronic techniques were based on the interaction
of the sample with electrons, which resulted in a sec-
ondary effect that was detected and measured. FT-IR
spectroscopy was used to determine the quality and
composition of the sample. FT-IR spectra were ob-
tained with a (Perkin-Elmer Paragon 1000) FT-IR

Fig. 2 a Structure of zirconia nanostructure and b structure of Arkelite zirconia nanostructure with crystallographic information about Zr and
Zr hydrides
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instrument over a range of 4000–400 cm−1 and a
resolution of 4 cm−1.

Electrochemical studies
Electrochemical measurements were observed under
three electrodes. While silver–silver chloride (Ag/AgCl)
electrode was used as the reference electrode, zirconia
nanoparticles coated on glassy carbon were used as a
working electrode and Pt wire was used as a counter
electrode. 0.03 g of ZrO2 was ultra-sonicated in 0.5 ml 1
wt% Nafion in absolute ethanol for 30 min, pipetted a
0.05-ml suspension onto the glassy carbon electrode and
dried at ambient temperature (Dong et al., 2009). The
cyclic voltammograms (CVs) and electrochemical im-
pedance spectroscopy (EIS) were observed under 2M of
potassium chloride (KCl) and sodium nitrate (NaNO3)

Table 1 XRD data of ZrO2 nanoparticles

No. 2θ d value FWHM (deg) Phase data h k l

1 30.22 2.95 1.71 Arkelite 1 1 1

2 35.03 2.56 1.71 Arkelite 2 0 0

3 50.39 1.81 1.71 Arkelite 2 2 0

4 59.89 1.54 1.71 Arkelite 3 1 1

5 62.84 1.48 1.71 Arkelite 2 2 2

6 74.02 1.28 1.71 Arkelite 4 0 0

7 81.99 1.17 1.71 Arkelite 3 3 1

8 84.60 1.14 1.71 Arkelite 4 2 0

9 31.17 2.87 1.67 Zr 1 0 0

10 35.08 2.56 1.67 Zr 0 0 2

11 35.89 2.50 1.67 Zr 1 0 1

12 47.62 1.91 1.67 Zr 1 0 2

13 55.47 1.66 1.67 Zr 1 1 0

14 63.45 1.46 1.67 Zr 1 0 3

15 65.01 1.43 1.67 Zr 2 0 0

16 67.35 1.39 1.67 Zr 1 1 2

17 67.85 1.38 1.67 Zr 2 0 1

18 74.13 1.27 1.67 Zr 0 0 4

19 76.07 1.25 1.67 Zr 2 0 2

20 82.58 1.16 1.67 Zr 1 0 4

21 89.21 1.09 1.67 Zr 2 0 3

Fig. 3 Composition of zirconia and Arkelite nanostructure

Fig. 4 Comparison of the TGA/DTG curves of the ZrO2 nanoparticles
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electrolytes. The scan rates used were 10mVs−1, 20mV
s−1, 30mVs−1, 50mVs−1 and 100mVs−1 with the CVs test
ranges from − 0.15 to 0.55 V vs. EIS measurements ob-
tained under the frequency range of 100 kHz to 0.01 Hz.

Results and discussion
Crystallographic analysis of ZrO2

The XRD pattern of ZrO2 nanoparticles synthesised by
means of the hydrothermal method is shown in Fig. 1.
The XRD results of zirconia nanoparticles show a pure
cubic phase with the first space group (Fm-3m, Z = 4,
DB card no. 5000038) and the second space group
(Im-3m, Z = 1, DB card no. 9008559), in Fig. 2 (Chen et
al., 2005). The broadening XRD peak shows that the
crystallite size of ZrO2 was fine nanoparticles and more
crystallised. This may be due to the effect of the
temperature on the crystallinity of the nanoparticles.
The ZrO2 nanoparticles show that the diffraction char-
acteristic peaks at 2θ are 30.2°, 35.0°, 50.4°, 59.9°, 62.8°,
74.0°, 82.0° and 84.6°, which correspond with the planes
(1 1 1), (2 0 0), (2 2 0), (3 1 1), (2 2 2), (4 0 0), (3 3 1)
and (4 2 0) (Davar, Hassankhani, & Loghman-Estarki,
2013; Tahmasebpour, Babaluo, & Aghjeh, 2008), with
diffraction peaks in the spectra indexed as cubic with
lattice constants a = 5.1144, b = 5.1144, c = 5.1144 and β
= 90.0o as indicated in Table 1 and Fig. 1. Table 1 indi-
cates the diffraction characteristic peaks of 31.2°, 35.0°,
47.6°, 55.5°, 63.5°, 65.0°, 67.3°, 67.9°, 75.1°, 76.1°, 82.6°
and 89.2° at 2θ, which correspond with the planes (1 0
0), (0 0 2), (1 0 1), (1 0 2), (1 1 0), (1 0 3), (2 0 0), (1 1
2), (2 0 1), (0 0 4), (2 0 2), (1 0 4) and (2 0 3), with dif-
fraction peaks in the spectra indexed as cubic with lat-
tice constants a = 3.6153, b = 3.6153, c = 3.615 and β =
90.0o. These high-temperature phases (cubic and tetrag-
onal) are unstable at ambient temperature, but some re-
searchers have found that if the particle size is less than
30 nm, the tetragonal phase can stabilise at room

temperature (Nishizawa, Yamasaki, Matsuoka, & Mitsushio,
1982). Nishizawa et al. (1982) found that using the hydro-
thermal method at 130 °C can transform amorphous ZrO2

into crystalline form, but in this study, we found that cubic
crystallites form under the lower temperature of 120 °C.
Noh, Seo, Kim, and Lee (2003) produced ZrO2 nanocrystals
with anisotropic shapes and various crystal structures when
using the hydrothermal process (Noh et al., 2003).
The cubic zirconia consisted of 8 Zr atoms and 12 O

atoms to form cubic ball-like structures, whereas the
monoclinic zirconia had 8 Zr atoms and 11 O atoms in its
nanostructure (Christensen & Carter, 1998; Nagarajan, Sar-
avanakannan, & Chandiramouli, 2014). In Fig. 2a, b, the il-
lustration shows the crystalline unit cells of the β(Zr)
phases of zirconia that are in a stable phase, with a space
group of (Im3-m) (Maimaitiyili et al., 2014), and δ(푍푟퐻

1.66) phases of zirconia that are in a stable phase, with a
space group of (Fm3-m) (Maimaitiyili et al., 2014). The
β-Zr phase lattice parameters are (a = b = c = 3.6153 Å) at
120 °C. This is bigger than (a = b = c = 3.6090Å) at 863 °C,
which was obtained by Zuzek, Abriata, San-Martin, and
Manchester (1990), as seen in Fig. 2a. Figure 2b shows the
δ(푍푟퐻1.66) phases lattice parameters are (a = b = c =
5.1144 Å) at 120 °C, which is bigger than (a = b = c = 4.8051
Å) at 500 °C (Singh, Ståhle, Massih, & Shmakov, 2007). The
results show that we obtained the expanded structure at
the lower temperature of 120 °C, using the hydrothermal
method. The difference between the cubic with symmetry
(Fm3-m) and (Im3-m) is the alternating distortion of the O
atom columns along the 14 axes, as indicated in Fig. 2a, b,
as it can be orientated as a face-centred cubic (FCC) or
body-centred cubic (BCC). By using the hydrothermal
method, it is possible to stabilise the multi-cubic phase at a

Fig. 5 Comparison of the FTIR curves of the ZrO2 nanoparticles

Fig. 6 N2 adsorption/desorption isotherms of ZrO2 nanoparticles

Table 2 BET surface area for ZrO2

Samples BET surface area (m2/
g)

Pore size
(nm)

Pore volume (cm3/
g)

ZrO2(auto) 543 3.5 0.5
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Fig. 7 a Scanning electron microscopy, b EDAX and c Elements of ZrO2
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lower temperature of 120 °C. The compositions of Zr and
Arkelite are presented in Fig. 3.

Powder thermo-gravimetric analysis and derivative
thermo-gravimetric
The TGA and derivative thermo-gravimetric (DTG)
curves of the decomposition of zirconia nanoparticles
are seen in Fig. 4. Figure 4 shows that the weight loss on
TGA curves undergoes three stages. The initial stages of
weight loss, at 100 °C, are due to the desorption of phys-
ically adsorbed water. The second stage of decompos-
ition, from 100 to 650 °C, corresponds with the removal
of decomposing terminal hydroxyl groups bonded to the
surface of the zirconia (Gil, Mas, Lerma, & Vercher,
2015). The third stage of decomposition occurred be-
tween 650 and 920 °C, which corresponds with the deg-
radation of the material. Zirconia nanoparticles stop
losing weight at 920 °C, with a total mass of 7.5%. These
results confirm the thermal stability of zirconia nanopar-
ticles synthesised by using the hydrothermal method, as
it shows little degradation. This is very important in the
modification of Nafion membrane for fuel cell applica-
tion, as it will enhance the thermal stability of the mem-
brane (Wang, Tan, Li, Sun, & Zhang, 2006). The thermal
decomposition of the DTG process occurs during two
weight loss stages, as seen in Fig. 4. The DTG curve in
Fig. 4 reveals the first weight loss at 80 °C, due to the
evaporation of hydrated water with a mass loss of 2%.
The second stage of thermal decomposition, at 340 °C,
with a mass loss of 1%, was due to sulfate and carbon-
aceous phase decomposition.

FT-IR spectrum of ZrO2 nanoparticles
The FT-IR spectrum of the zirconia nanoparticle sam-
ples in the range 400–4000 cm−1 was observed (Fig. 5)
in order to ascertain its molecular nature. The FT-IR
spectrum of the ZrO2 nanoparticles in Fig. 5 shows a
strong absorption with a maximum peak at 475 cm−1,
due to the Zr–O vibration, which confirms the forma-
tion of the ZrO2 structure (Chen, Yin, Wang, Liu, &
Wang, 2005; Escribano et al., 2003; Gengelbach &
Spears, 1998). The absorption peak in the region of
1380 cm−1 corresponds with O–H bonding, while a peak
in the region of 1553 cm−1 may be due to the adsorbed
moisture. A peak in the region of 3500 cm−1 is attributed
to the stretching of O–H groups, characteristic of a
highly hydrated compound (Guo, Chen, & Ying, 2004).
This highly hydrated compound enhances water uptake
within the modified membranes with zirconia, which
gives potential applications in fuel cells. The peak ob-
served at 2350 cm−1 and 2320 cm−1 corresponds with
the structural O–H stretching of the nanomaterials. The
peak observed in the region of 1550 cm−1 is due to the
adsorbed moisture (Piszczek, Radtke, Grodzicki, Wojtczak,

& Chojnacki, 2007; Yashima et al., 1997). Symmetric
frequencies of Zr–OH were observed at 1080 cm−1 (Tai,
Hsiao, & Chiu, 2004).

Brunauer–Emmett–Teller
Figure 6 and Table 2 show the BET surface area of the zir-
conia nanoparticles prepared by the hydrothermal method
at 120 °C. The obtained BET surface area was 543 m2/g,
which is larger than the reported values (Ahniyaz, Fuji-
wara, Fujino, & Yoshimura, 2004; Tahir et al., 2007), and
pore volume of 0.5 cm3/g, as seen in Table 2. The N2 ad-
sorption/desorption isotherms of mesoporous zirconia
nanoparticles appear in Fig. 6. This isotherm can be classi-
fied as type IV, which indicates the mesoporous nature of
the materials (Gregg & Sing, 1982), with type A indicating
the hysteresis loops (Everett & Stone, 1958). Figure 6
shows that the isotherms of zirconia nanoparticles start at
a relative pressure of 0.4 and extend to a relative pressure
close to 1. The hydrothermal method produces mesopo-
rous zirconia material with a higher specific surface area,
indicating thermal stability, as confirmed by the TGA/
DTG, and producing the more cubic stabilised crystal
structure. These high surface area and high porosity zirco-
nia nanoparticles are important parameters in the prepar-
ation of modified Nafion nanocomposite membrane to be
applied in fuel cells.

Elemental and morphological analysis
Figure 7 shows SEM images of ZrO2 nanoparticles,
which were taken at a high magnification scale bar of
200 nm and 1 μm. It can be seen in Fig. 7a that many
ZrO2 nanoparticles were aggregated in the form of
spherical and nanorod shapes. Nevertheless, most of the
nanoparticles are aggregated in the form of nanospheres.
This agglomeration occurred due to the formation of
unstable and ultra-fine nuclei that have a strong ten-
dency to be stable when agglomerated. The elemental
composition of ZrO2 nanoparticles has been confirmed
by EDAX spectra, as shown in Fig. 7b, c. Figure 7c
shows the highest value of zirconia (Zr (51.5%)) and oxy-
gen (O (32.0%)) elements that represent the presence of
zirconia and oxygen in the synthesised sample. Figure 7c
shows 11.3% carbon (C), which indicates the high usage
of carbon tape as a supporting material for SEM-EDX
analysis. Furthermore, small traces of sodium (Na
(3.6%)) were also found, as seen in Fig. 7b, c, due to the
use of sodium hydroxide in the preparation of the zirco-
nia nanoparticles.

Cyclic voltammetry behaviour of zirconia nanoparticles
Figure 8 shows the electrochemical behaviour of ZrO2

nanoparticles, under the cyclic voltammetry and EIS
using the NaNO3 and KCl electrolytes. Figure 8a shows
the cyclic voltammetry behaviours of ZrO2 in NaNO3
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electrodes at the scan rates of 10 mVs−1, 20 mVs−1, 30
mVs−1, 50 mVs−1 and 100 mVs−1. Figure 8a, b shows
that CVs of ZrO2 obtained a rectangular shape, revealing
the ideal capacitive behaviour (Tran & Kalra, 2013), with
the increased redox peak current; this may due to the
transfer of electrons. Figure 8a indicates that when the
scan rate increases, the current also increases, expected
for a pure capacitor due to the resistance effects down
the pores (Nasibi, Golozar, & Rashed, 2012). Figure 8b

shows the near-rectangular cyclic voltammetry curves at
low and high scan rates. The CV shape at a low scan rate
is distorted, which may be due to the high surface area
of ZrO2 nanoparticles that enhanced the electronic con-
ductivity and reversible redox reactions at the electrode
surface (Yu et al., 2011). It can be concluded that ZrO2

nanoparticles composited in Nafion membrane can be
considered a promising electrolyte in the application of
fuel cell. Both KCl and NaNO3 obtain a high ionic radius

Fig. 8 Cyclic voltammetry’s of ZrO2 at a scanning rate of 10 mV s−1, 20 mV s−1, 30 mV s−1, 50 mV s−1 and 100mV s−1 in a NaNO3 and b KCl
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of anions which is a very important parameter for cap-
acitance behaviour. As seen in Fig. 8b, when increasing
the scan rate to 100 mVs−1, the current versus potential
relation of CV would deviate from the classical square
waveform expected for a pure capacitor (Conway & Pell,
2002). Figure 8b shows that at the scan rate of 10 mV
s−1, the rectangular curve is too small and distorted.

When the scan rate increased to 100 mVs−1, the CV
curves still retain a nearly rectangular shape without ob-
vious distortion. Furthermore, the CVs of KCl and
NaNO3 electrolytes show that the capacitance increases
in higher surface area and smallest particle size. Figure 9
illustrates the Nyquist plot of the ZrO2 in 2M NaNO3

and 2M KCl electrolytes at high frequency and low

Fig. 9 Nyquist plots of ZrO2 in NaNO3 and KCl electrolytes at a high (a) and low (b) frequency
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frequency. Figure 9a, b indicates that the curve of ZrO2 in
2M NaNO3 is higher when compared to 2M KCl, which
may be due to its higher electrical conductivity. As the
diameter decreases, the conductivity increases (Mokhtar-
uddin, Mohamad, Loh, & Kadhum, 2016). The Nyquist
plots in Fig. 9a, b have nearly vertical lines in the
low-frequency region, indicating an almost ideal capacitor
response. The lower Nyquist plots at lower and higher fre-
quency of 2M KCl show the increases of the electron
transfer. The curves have a linear region at low frequen-
cies, indicative of capacitor behaviour as seen in Fig. 9b.
The electrolyte diffusion resistances of different zirconia
are slightly different, but the charge transfer resistance of
zirconia nanoparticles is smaller than the conventional zir-
conia, according to the size of the radius in Fig. 9b.

Conclusion
The hydrothermal method was found to be the suitable
method to synthesise a high surface area zirconia, as con-
firmed by BET results which reveal a high specific surface
area of 543 m2/g and pore volume of 0.5 cm3/g. The XRD
results indicate the pure cubic nanocrystalline phase of
zirconia, with the different structure orientations of FCC
and BCC in one sample. High-resolution SEM images of
ZrO2 nanoparticles confirm the presence of nanospheres
and nanobars. Moreover, the EDAX spectra show the
highest value of zirconia (Zr (51.5%)) and oxygen (O
(32.0%)) elements that represent the presence of zirconia
and oxygen in the synthesised sample. Furthermore, the
TGA/DTG results show the improvements in thermal sta-
bility with little degradation. This is very important in the
modification of Nafion membrane for fuel cell application,
as it will enhance the thermal stability of the membrane.
The zirconia nanoparticles maintain a rectangular shape
with good cycling and reversibility stability at the scan rate
of 100mVs−1. The CV rectangular shape reveals the ideal
capacitive behaviour, with the increased redox peak
current, due to the transfer of electrons. The Nyquist plots
of 2M NaNO3 and KCl electrolytes have higher electric
conductivity at lower and higher frequency. However, the
Nyquist plots of 2M NaNO3 are higher than those of 2M
KCl electrolytes, which may be due to its higher electrical
conductivity. It can be concluded that ZrO2 nanoparticles
composited in Nafion membrane can be considered a
promising electrolyte in the application of fuel cell.
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